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NINGBO AYC BIOLOGICAL TECHNOLOGY CO.,LTD .

ROOM 7-8, BUILDING #2, YINCHEN BUSINESS CENTER, JIANGDONG DISTRIC, NINGBO, CHINA

.

THIS REPORT IS TO SUPERSEDE TEST REPORT NO. NGBHG1602326202 A01 DATE: 2016/06/07.

The following sample(s) was/were submitted and identified on behalf of the clients as : BAMBOO FIBER BOWL .

SGS Job No. : NBHL1605006366CW - NB .

Item No. :. K11102.

Style No. :. K11102.

Date of Sample Received : . 26 May 2016.

Testing Period : . 26 May 2016 - 01 Jun 2016 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Iris Xiao.

Approved Signatory . .

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Ningbo Branch.
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description. Material

(claimed by the client).

SN1. NGB16-023262.001 Orange red melamine & bamboo fiber bowl with 

colorful print.

MELAMINE+BAMBOO 

FIBER.

Remarks :

                 (1) mg/dm² = milligram per square decimeter

                 (2) mg/kg = milligram per kilogram

                 (3) ℃= degree Celsius

                 (4) < = less than

                 (5) MDL = Method Detection Limit

                 (6) ND = Not Detected ( < MDL)

Bisphenol A (sample 001).

Test Requested : . As requested by client, to determine bisphenol A from the submitted sample. .

Test Method : . With reference to Part II Section D2 of Testing Methods for Foodstuffs, Implements, 

Containers and Packaging, Toys, Detergents, JETRO, Japan External Trade Organization, 

2009. Analysis was performed by HPLC-MS. .

MDLTest Item(s). Unit.

mg/kg.

001.

0.1 NDBisphenol-A.
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Sample photo: .

NGBHG1602326203  A02

NGB16-023262.001 .

NGBHG1602326203  A02

.

SGS authenticate the photo on original report only .

*** End of Report *** .


		2016-06-20T13:14:53+0800
	Shenzhen
	SGS officially issued document




